
. .. 

ARDEL 
CORPORATION 

- - - - - . I . - - - - - -  
- --  

OTS PRICE 

MICROFILM $ ' .  

XEROX 

APPLIED RESEARCH DEVELOPMENT 



A R P E L  
COR COR AT1 01 

EVALUATION OF INSULATED WIRE 

F O R  S P A C E  ENVIRONMENT ,+ 

63-/32 1 RE-ORDER NO. 

C/i /e  5 p  C R  - - . ' R e p o r t  N u m b e r  05132-4) 
2 

D a t e  F e b r u a r y  7 ,  1963 

R i c h a r d  H. S u e s s  A 

This work was performed for the Je t  Propulsion Laboratory, 
California Institute of Technology, sponsored by the 
National Aeronautics and Space Administration under 
Contract NAS7-100. 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  



A R D E L  
C O R C O R I T I O I  

TABLE OF CONTENTS 

Title Page 

Lis t  of I l lustrations ...................................... v 

Lis t  of Tables ........................................... vii 

Abstract  ................................................ ix 

Introduction ............................................. 1 

I . Tes t  Methods ......................................... 2 

Abrasion Tes t  ..................................... 2 

Flexure  T e s t  ...................................... 4 

Vacuum Thermal  T e s t s  ............................. 8 

Ultra  Violet Radiation Test ......................... 8 

Electr ical  Measurements .......................... 12 

Dielectric Strength ................................ 14 

Capacitance and Dissipation Fac tor  ................. 14 

Insulation Resistance .............................. 15 

Dielectric Constant ............................... 15 

Volume Resistivity ................................ 17 

I1 . Tes t  Data ........................................... 19 

111 . Discussion of Results ................................ 32 

Vacuum Thermal  Tes t s  ........................... 3 3  

Ultra  Violet Radiation Tests  ....................... 34 

Cold Flow ........................................ 36 
Minimum Radius Flexure Tes t  ..................... 41 

IV Conclusions and Recommendations .................... 44 

Conclusions ...................................... 44 

Recommendations .................................. 47 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  

iii 



A R D E L  
C O I ~ O I I T 1 0 1  

LIST OF ILLUSTRATIONS 

1 

2 

3 

4 

5 

6 

7 

8 

9 

10  

Abrasion Tes t  Apparatus.. . . . . . . . . . . . . . . . . . . . . . . . . . . . . .. . 
Flexure  Apparatus ..................................... . 
Detailed View of Flexure Device.. . .. . . . . . . . . . . . . . . . . .. . . . 
Vacuum Tes t  Chambers .  . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .. 
Ult ra  Violet Tes t  Specimens Mounted on Copper Heat Sinks.. 

U l t r a  Violet Radiation Tes t  Chamber.  . . . . . . . . . . . . . . . . . . . . . 
Apparatus for Electr ical  Measurements.  . . . . . . . . . . . . . . . . . . 
Insulation Resis tance Tes t  Circuit  Schematic. . . . . . . . . . . . . . 
Cold Flow Tes t  Apparatus. .  . .... . .. . ... . . .... ... ........ 
Close Up of Cold Flow Apparatus.. . . . . . . . . . . . . . . . . . . . . . . . 

3 

5 

6 

9 

10 

1.1 

13 

16  

39 

40 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  

V 



A R D E L  
C O ~ C O I A T I O I  

LIST OF TABLES 

VACUUM THERMAL TESTS 

1 Capacitance.. ........................................ 20 

2 Dielectr ic  Constant..  ................................. 21 

3 Abrasion Resistance. .  ................................ 22 

4 Dissipation Fac to r . .  .................................. 23 

5 Weight Loss  of Total  Sample. .......................... 24 

6 Weight Loss of Dielectr ic  Material . .  ................... 25 

ULTRA VIOLET RADIATION TESTS 
~~ ~~~ 

7 Capacitance .......................................... 26 
8 Dielectric Constant..  ................................. 27 

9 Abrasion T e s t s  ....................................... 28 

10 Dissipation Fac tor . .  .................................. 29 

11 Weight Loss Tests . .  .................................. 30 

MINIMUM RADIUS FLEXURE TESTS 

12 Dimensional Change.. ................................ 31 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  

vii 



A R D E L  
C O R C O R A T # O ~  

ABSTRACT 

1% 13 
Six candidate conductor sys tems have been evaluated in a 

simulated hyper space environment. These included polyolefin, teflon, 

"HIt f i lm,  polyvinyl fluoride, and polyimide insulation. The t e s t  resu l t s  

indicate that the teflon and polyimide sys tems performed the most  

satisfactorily in the tes t  parameters  used. However, some of the 

other conductors a r e  not considered unacceptable but only que stionable. 

Explanations of test methods, analysis of data,  conclusions, and 

recommendations for  possible future testing a r e  Incl-ded. -- 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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EVALUATION OF WIRE IN 

A SIMULATED SPACE ENVIRONMENT 

INTRODUCTION 

This  program was instituted and developed with a dual purpose 

in mind. 

par t icular  wi re  types for  use in the space environment. 

F i r s t  and foremost  i s  the evaluation and qualification of these  

The second purpose 

i s  the evaluation of qualification pa rame te r s  used,  so  that future t e s t  p rog rams  

of th i s  type may be conducted with a substantial  reduction i n  t ime and cost. 

F o r  th i s  r eason  the repor t  will be divided into severa l  sect ions,separately 

discussing these purposes  and finally combining the total of these findings 

fo r  use  in determining the necessity and extent of future t e s t  work. 

Throughout th i s  r epor t  the w i r e s  tes ted  wi l l  be r e fe r r ed  to by 

number in  the o rde r  l isted below. 

1. Raychem Corporation - Rayolin N 
RT22(19) U - 0  Black. Reel #1-4-28-62-1 

EXE-22 -1 934 White/Green-4PL-PO#M2 - 16361 1 

VF-24-124 Polyvinyl Fluoride 

"Suroc" FEP w/corona  etched, bonded "ML" polyimide 

IIUT" Ultra-thin emulsion dipped T F E  

FEP Teflon with lrHil Film,  Teflon and "H" F i l m  laminated 
into tape and helically wrapped. 

2. Sonic Wire Sales - Extruded T F E  Tefion 

3. Hitemp Wires  Incorporated 

4. Supernant Wires  

5. Tensolite Wire Company 

6. W. L. Gore 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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I. TEST METHODS 

This section i s  concerned with the exact methods used by 

ARDEL CORPORATION for the evaluation of insulated wire  samples  for  

use  in  the space environment. The r e su l t s  of the testing and analysis  of 

the data  will appear  in subsequent sections. 

ABRASION TEST 

A standard abrasion test device manufactured by Janco 

Corporation and supplied by the Je t  Propulsion Laborator ies  is used for 

this  test. 

conductive s t r ips  spaced three inches apart .  

s t re tched taut under a one pound load. 

on the wire  at the point of contact with the abrasion tape. 

The abrasion tape is 400  mesh  aluminum oxide with electr ical ly  

The wire to be tested is 

A four ounce weight i s  then placed 

The tape i s  then run  along the point of contact with the wire  

until enough wire  insulation has  been worn away to allow the conductive 

s t r i p s  to contact the bare  conductor. The length - of tape required to do 

th i s  is  a measu re  of the insulator abrasion resis tance.  A minimum of 

eight t e s t s  a r e  made on each sample, each tes t  at least  three inches f rom 

the l a s t  and the wire  is  rotated 90"  each time. 

appea r s  in Figure 1. 

A diagram of this apparatus 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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FLEXURE TEST 

The device used for  measurement of wire  flexure through a 

minimum radius  bend was designed and fabricated by ARDEL CORPORATION 

and i s  pictured in Figure 2. 

cussing i ts  three component pa r t s  separately. F i r s t ,  the vacuum pumping 

sys tem on the right of the picture i s  a 400 l i t e r  pe r  second getter ion type 

pump capable of pumping the clean, d ry  baked-out system to 10 

The device i s  m o r e  easi ly  explained by d i s -  

-10 t o r r .  

The chamber proper i s  a 304 s e r i e s  s ta inless  s teel  c r o s s  with 

specially designed high vacuum flanges a t  the termination of each of the 

f ingers  of the c ross .  

tube through aKovar  grade.  

picture by a dewar filled with liquid nitrogen. 

The lower end of the c r o s s  is joined t o a  Pyrex g lass  

The lower end of this tube i s  hidden in the 

Through the upper flanges, the actual f lexure apparatus is 

inser ted into the chamber and extends into the g lass  tube portion of the 

chamber.  

above the upper flange. 

within the Pyrex  tube i s  seen in Figure 3 .  

The t e s t  of a typical sample i s  performed in the following 

The sample i s  flexed by actuation of the b r a s s  bellows extending 

A more  detailed picture of the flexure apparatus 

manner  : 

A t es t  specimen 7 .  5 inches i n  

on each end i s  mounted on the tes t  f ixture 

en t i r e  unit assembled. A roughing pump 

length with small  hooks brazed 

a s  shown in Figure 3 and the 

s connected to the system which 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  

4 



A R D E L  
C O R  COR AT I O 1  

F i g u r e  2 

F l e x u r e  Appara tus  
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F i g u r e  3 

Deta i l ed  View of F l e x u r e  Device  
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-4 is evacuated to a p res su re  of approximately 1 x 1 0  

the ion gettering pump i s  turned on and the roughing pump sealed f rom the 

system by standard g lass  blowing techniques. The sys tem is then allowed 

to pump to approximately 

of the sample. 

to r r .  At this point 

t o r r  o r  a p res su re  limited by the outgassing 

When the p re s su re  has  achieved i ts  low point, a bath is placed 

around the glass  portion of the chamber. 

nitrogen, d r y  ice-acetone o r  hot oil depending on the tes t  temperature  

required.  

flexing of the wire  i s  begun. 

t ime s. 

This bath is  filled with liquid 

When the p re s su re  has  again reached its lowest point, the 

The wire is  fiexed a total of oiie hundred 

Upon removal f rom the chamber the wire  i s  f i r s t  examined 

visually for  any i r regular i ty .  Immediately following this ,  the sample is 

measured  dimensionally with a micrometer  at severa l  points along t h e  

wire. Any difference between the wire at the point of flex and along i t s  

length i s  carefully noted. 

breakdown a r e  made a s  a final check on the sample. 

Measurements of res is tance and dielectric 

Dimensional measurements  a r e  reported as "in bend" and 

"out bend" which a r e  both taken a t  the point of flexure. 

indicates the cold flow at the point of contact of the wire  and tes t  fixture 

while the la t ter  is measured by rotating the wire ninety degrees  and 

indicates distortion due to the pressure  a t  the flex point. 

The former  

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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VACUUM THERMAL TESTS 

The vacuum thermal  tes ts  are performed on a system known 

a s  a "vacuum train". This t ra in  i s  composed of several  exposure chambers  

(shown in Figure 4 

Pyrex  manifold. 

mil l imeter  bore Pyrex  stopcock. 

s e r i e s  combination of two cryogenic t r aps  backed by a '75 l i ter  per  second 

three stage mercu ry  diffusion pump backed by a mechanical pump. 

measurement  i s  made by a n  ion gauge connected to the manifold at the end 

) connected to  a vacuum pumping system through a 

Each chamber may be isolated f rom the system by a ten 

The pumping sys tem is composed of a 

P r e s s u r e  

opposite the pfimpir,g system. 

Insulated wire specimens a r e  exposed to the vacuum environ- 

ment in a coiled five foot length as  shown in Figure 4 . 
radiant heater  used for temperatures  above ambient and the dewars  filled 

with liquid nitrogen for reduced temperature.  

specimen i s  exposed to vacuum has been se t  a t  ten days. 

Also shown is the 

The length of t ime that each 

ULTRA VIOLET RADIATION 'I'LS'TS 

Samples to be irradiated with high intensity ul t ra  violet light 

a r e  f i r s t  mounted on the fixture pictured in Figure 5 . 
upon which the samples  s i t  a r e  hollow and a r e  cooled with water during 

test .  

u l t ra  violet i s  picture in Figure 

The copper blocks 

The vacuum chamber with quartz window to allow passage of the 

6. This chamber i s  then connected to 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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I 

F i g u r e  5 

U l t r a v i o l e t  T e s t  S p e c i m e n s  Mounted On Copper  Heat  S inks  
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F i g u r e  6 

U l t r a  V i o l e t  Rad ia t ion  Tes t  Chamber 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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the apparatus holding the wire  by means of a high vacuum, copper gasketed, 

knife edge flange. This  ent i re  system is in turn  mounted on a 9 liter per  

second getter-ion type vacuum pump. 

The u l t ra  violet source i s  a General Elec t r ic  high p res su re  

mercu ry  lamp designated a s  BH-6 cooled by an  air jet. 

The wire samples were exposed for  100  hours  at 4 . 5  t imes  

-7 
normal  solar  radiation and a pressure  of approximately 1 0  tor r .  

ELECTRICAL MEASUREMENTS 

A tes t  fixture has  been constructed for use i ~ 1  all  the e lec t r ica l  

measurements  to be made on the wire specimens. This fixture consis ts  

of g l a s s  f ingers around which approximately five feet of wire is wound 

with the wire ends extending above the fixture. The apparatus is entirely 

immersed  in mercu ry  which ac ts  as  one electrode. The two conductor 

ends ac t  as the other electrode. A guard circui t  is provided by  means  

of a copper plate under the mercury  container and shielded connecting 

wire ,  both of which a r e  grounded. 

in F igure  7 .  

A picture of this apparatus appears  

The procedures  followed for  each tes t  a r e  listed below together 

with the equipment used for  testing. 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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F i g u r e  7 

A p p a r a t u s  f o r  E l e c t r i c a l  M e a s u r e m e n t s  
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DIELECTRIC STRENGTH 

Tes t  Procedure:  A potential of 7500 volts A. C. RMS, 60 cps ,  

was applied, at a r a t e  not exceeding 500 volts pe r  second, to  each specimen 

length of wire. The potential was applied for  a period of 60 seconds between 

the center  conductor of the wire  and m e r c u r y  in  which the wire  was immersed .  

If evidence of leakage o r  breakdown w a s  observed, the voltage at which this  

occur red  was recorded. At the conclusion of the tes t ,  each wire specimen 

was carefully examined fo r  evidence of a r c i n g  o r  breakdown. 

was  r u n  in accordance with MIL-STD-Z02B, Method 301. 

This t e s t  

Te s t Equipme nt U sed: 

Manufacturer Model Accuracy Date Calibrated 

Associated Research,  Inc. 4 2 2  1% of full scale  Sept. 4,  1962 

CAPACITANCE AND DISSIPATION FACTOR 

Tes t  Procedure:  The capacitance and dissipation factor of each 

specimen length of wire  was measured with an impedance bridge. 

potential at 1000 cps was applied between the center  conductor of the 

specimen wire  as  one electrode, and m e r c u r y  in which the wire  was 

A test 

i m m e r s e d  as a second electrode. 

factor  were  read  direct ly  f rom the bridge dials ;  capacitance w a s  tabulated 

as  picofarads pe r  foot of wire.  

STD-202BY Method 305. 

The values of capacitance and dissipation 

This tes t  was run in accordance with MIL- 

A P P L l E D  R E S E A R C H  D E V E L O P M E N T  
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Test  Equipment Used: 

Manufacturer Model Accuracy Date Calibrated 

General  Radio 1650A Capacitance - t 170 Sept. 7 ,  1962 
Dissipation 
Factor  t 570 - 

INSULATION RESISTANCE 

Tes t  Procedure:  The insulation res i s tance  of each specimen 

length of wire  was measured  with a megohmeter which applied a potential 

of 500  volts D. C. between the center  conductor and mercu ry  in  which the 

wire  specimen was immersed.  The insulation resis tance,  in megohms, 

was recorded  after a n  electrification time of 60 seconds had elapsed. 

test was r u n  in  accordance with MIL-STD-202B, Method 302. 

This  

A schematic 

d i ag ram of this  t e s t  c i rcui t  appears  in F igure  8. 

Tes t  Equipment Used: 

Manufacturer Model Accuracy Date Calibrated 

General  Radio 1862B t 370 Low Resistance Sept. 7 ,  1962 
t 1270 High Resistance 
- 
- 

DIELECTRIC CONSTANT 

The dielectr ic  constant of each specimen length of wire  was 

calculated f r o m  data  obtained during capacitance measurements ,  and 

f r o m  measurement  of the wire configuration. 

was  as descr ibed in  paragraph 4.4.3. 1 of Specification MIL-W-16878D 

The method of computation 

" W i r e ,  Electr ical ,  Insulated, High Tempera ture ;  as follows: 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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D K = 136C l o g l o T  

where 

K = Dielectric constant 

C = Capacitance of specimen in microfarads 
per  1000 feet  

D = Average outside d iameter  over dielectr ic  

d = Average diameter  of conductor 

VOLUME RESISTIVITY 

The volume resis t ivi ty  of each specimen length of wire was 

calculated f rom data  obtained during insulation res i s tance  measurements ,  

and f r o m  measurement  of the wire  configutation. The methodof compu- 

tation was as described in  paragraph nine of ASTM Standard T e s t  Method 

D257-61 "Electr ical  Resistance of Insulating Materials" as follows: 

where 

p = Volume Resistivity 

R = Insulation Resistance in ohms 

D1 = 

D2 = 
L = Length of wire immersed  in mercu ry  

Average diameter  of conductor 

Average outside diameter  over dielectr ic  

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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The following assumptions were made: 

1. Volume resis tance is, in this  instance, numerically equal 

to insulation resistance.  This i s  t rue  because the effects 

of surface resis tance a r e  eliminated by the use of mercu ry  

a s  one electrode, entirely covering the ex ter ior  surface of 

the dielectric.  

End effects a r e  negligible, due to the large rat io  of specimen 

length to dielectr ic  thickness. 

2. 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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11. TEST DATA 

Under severa l  sub-headings, the actual numerical  data  obtained 

f rom the environmental testing of insulated wire  specimens.  In this section 

no attempt will be made to analyze or in te rpre t  the data  presented. This  

is done to allow r e a d e r s  of this report  to  draw his  own conclusions with- 

out prejudice. 

ARDEL CORPORATION, including any i r regular i t ies  noted during testing. 

A subsequent section will give the interpretation of the 

The preceeding section gives the detai ls  concerning the test 

methods used. 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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111. DISCUSSION O F  RESULTS 

In comparing the tes t  methods with the data tabulation in the 

preceeding sections,  i t  becomes obvious that data on insulation resis tance 

and dielectr ic  strength have been omitted. 

insulation resis tance i s  that a l l  wires  except wire  number three had 

insulation resis tance readings of greater  than 2 x 1 0  

is  the limit of the tes t  instrument. Wire number three had resis tance 

The reason  for orniting the 

-6 megohms which 

readings of about 2 x megohms and this value did not va ry  signifi- 

cantly between tes ts .  

All the wires  except wire niirnber five did not breakdown 

with 5000 volts applied. 

reported.  

This i s  why the dielectr ic  constant was not 

Wire number five ruptured at approximately 1400 volts and 

this  did not va ry  significantly for  any test .  

The .leakage which was read  on the hypot during measurements  

of dielectr ic  strength was the resul t  of capacitive reactance and therefore 

has  no significance here .  

If 500 picofarads i s  taken as an average capacitance measure-  

ment  for  a five foot length of wire then the sample calculation below shows 

that the capacitive reactance i s  low enough to give an indication of leakage. 

1 

2 T f  FC 
- Capacitive Reactance = X - 

C 

= 5 . 3  megohms 1 
- x =  

C -12) 
(6 .28)  (60)  (500)  (10  
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= . 189 mil l iamps E -  1000 I = - - -  
R 5 . 3 ~ 1 0 ~ ~  

The resu l t s  of the other tes t s  a r e  discussed in the following 

sections under the specific tes t  environment. 

VACUUM THERMAL TESTS 

As i s  often the case  in space environmental testing, many of 

the changes which occur a r e  very  subtle. 

a r e  small  and may not seriously effect the performance of the component 

o r  mater ia l  tested,  they may a l te r  the ent i re  sys tem in some detr imental  

manner.  

occur  is the loss  of weight of the sample before and af ter  vacuum exposure. 

The List of the samples  tested in order  of those leas t  affected to those of 

grea tes t  weight loss  is 3-5 -6 -2 -4 -1 .  

number one) was the mater ia l  t h a t  outgassed f rom the sample redeposited 

on the walls of the chamber.  This one  fact alone should eliminate i ts  

coiiaIderation fcr U E ~  CT. z snare system. With the exception of this one 

case ,  the other samples  have a reasonably low weight loss  and their  use 

would not be detrimental .  

four  but additional testing would be required on this sample. 

Although changes of this  sor t  

The only method available to measure  to what extent this may 

However, in only one case  (wire  

r-- - 

The only possible exception is wire number 

The overall  quality of the wires  both before and af ter  testing 

a s  measured  by the dissipation factor has  yielded ve ry  interesting resul ts .  

A marked  improvement in  wire number one seems  to indicate that additional 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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curing o r  crosslinking may have occured during vacuum exposure. 

may also be extended to say that if this wire  were pre- t rea ted  in vacuum, 

i t s  use on space sys tems may be acceptable. 

was also noted on wire number six while w i re s  two and four remained at 

their  same high quality. 

This  

Some slight improvement 

In most  instances,  a low dielectr ic  constant and/or  capacitance 

All the wires  tested with the exception i s  ve ry  desirable  in a wire  sample. 

of wire  number three  a r e  acceptable with wi re s  two and four the mpst 

desirable .  

Finally,  ar, analysis of abrasion resis tance would indicate 

wi re s  number five, six and possibly two a r e  slightly below par. 

be emphasized, however, that this measurement  is the least  reliable of 

a l l  and in the selection of suitable wires,  abrasion resis tance measu re -  

ments  must  be given the least  weight. 

It must  

ULTRA VIOLET RADIATION TESTS 

The resu l t s  of the ultra violet radiation tes t  lead to the same 

conclusions as the vacuum thermal tes ts .  The degradation, however, 

was  m o r e  severe.  

Once again wire  number one lost  the grea tes t  amount of weight 

and in  the higher temperature  tes t ,  the dielectr ic  mater ia l  was visibly 

distorted.  Also as in the vacuum thermal  t e s t s ,  the dissipation factor 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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was reduced, indicating a possible curing o r  crosslinking of the dielectric.  

Only a m o r e  extensive testing of this wire type, could show if pretreatment  

by radiation and/or  vacuum would allow i t  to be used on a space vehicle. 

Wires number two and four retained their  high quality through- 

out but had a substantial weight loss.  

four. Wire number three was by far the most  superior  a s  r ega rds  

to weight loss  but its high dissipation factor and dielectr ic  constant make 

its choice questionable. 

This was par t icular ly  t rue  of wire 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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COLD FLOW 

One of the objectives of this program was to determine the 

effect on conductors and conductor insulations due to p re s su re  loading 

a c r o s s  a point on the conductor, and due to flexure o r  bending of a conductor 

a c r o s s  a fixed radius. 

flow and/or  deformation must  be determined for  conductor sys tems used 

in a spacecraft .  

Specifically, the failure of a conductor due to cold 

One of the more  cr i t ical  t e s t s  performed under the program 

was to  determine: the effect of vacuum on the cold flow of conductor insulation. 

Several  experiments were  carrrieci  out to test var ious cold flow apparatus.  

Basically,  the objective was to  determine what happened to a conductor 

in f r e e  space when it i s  subjected to one of the following conditions: 

1. The conductors whether single o r  in a bundle, are tied tightly 

with a mater ia l  such as  common electr ical  tying string, thbs 

producing a severe load due to the compression at the perpen- 

dicular point of contact between the string and the conductor 

insulation. 

A conductor or  conductor system which i s  mounted in a taut 

condition, and which by  improper design o r  misalinement 

such a s  shifting equipment, has  become thrust  against a sharp 

edge of some known radius. 

2.  

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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3. A conductor which is by necessity laid a c r o s s  a corner  o r  bent 

over some known radius. 

It has  been shown in the above t e s t s  that a t  room temperature  

with loads of as high as 250 pounds per  square inch applied perpendicular 

to a conductor for  a period of several  weeks will not produce cold flow to 

the point of catastrophic failure of the conductor for  the subject wire insula- 

tion. Even when the loading was doubled, no noticeable change was apparent 

within an approximate three week period. It was decided that it would not 

be feasible to decrease  the radius  of the loading wedge, otherwise a cutting 

action r a the r  than a cold flow would take place. 

Basically, three cold flow t e s t s  were  se t  up and conducted under 

The f i r s t  involved the tying of wi res  with nylon twine similar this program. 

to  the techniques used in actual surface wiring. 

is was impossible to predict  the loading of the tying of string on the conductor 

and inasmuch a s  the conductor and tying string a r e  both flexible,the loading 

'Is a c r ~ s s  32 a ~ c .  

A second problem which pe r s i s t s  with this type of t e s t  i s  due to the relaxing 

of the tying s t r ings with time. 

of t e s t  is due to the gas  load f rom the tying string itself. 

evolution prohibits the conductor insulation a t  the point of contact f rom 

being exposed to a high vacuum. F o r  the above reasons  this t e s t  was ruled 

out as having insufficient accuracies  in the c r i t e r i a  f o r  the failure analysis.  

It was la te r  decided that 

ra ther  than at a sharp perpendicular tangential contact. 

A third problem which p res i s t s  in this type 

Such a gas 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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A second t e s t  which was performed on the conductor involves 

the loading of a conductor with a perpendicular contact by means of a one 

pound wedge. The contact edge on  the one pound weight was fabricated 

using a 1 /16  inch rod, thus providing a 1/32 inch radius.  

flat substrate ,  the conductor was pulled tight a c r o s s  a glass  slide. 

end of the conductor was connected to a megohmeter with the second lead 

being connected to the one pound wedge. By this technique the changes in 

conductors insulation could be determined a s  the wedge cut through the 

insulation due to cold flow. Inasmuch a s  teflon presents  one of the more  

outstanding cold flow problems, samples of each of the teflon wires  were  

tes ted in this manner. 

catastrophic  fa i lure  of the conductor insulation by this technique was a 

period of possibly several  weeks. 

i t  was decided to check the vacuum to see if the possible accelerat ion of 

the cold flow would occur. 

To provide a 

One 

It was found however, that the time required for 

Before abandoning this tes t  procedure 

The above described apparatus was next setup a s  shown in 

F igu re  9. 

the conductor being connected through a g lass  to metal  sea l  to provide 

e lec t r ica l  contact. 

e lec t r ica l  contact to the one pound wedge. 

a c r o s s  a flat  g lass  plate and held tight using a 100 g r a m  weight. 

up of the conductor and wedge is shown in the photograph in Figure 10. 

The entire tes t  chamber was fabricated from Pyrex  glass  with 

A second glass  to metal  seal  was used to provide 

Again the conductor was laid 

A close 
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F i g u r e  10  

C lose  U p  Of Cold Flow A p p a r a t u s  
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Again there  was no detectable change in insulation res i s tance  af ter  a 

period of up to three  weeks. 

elevated temperature  would the cold flow become evident within a reasonable 

period of time. 

a program has  been assembled for  presentation to the Jet  Propulsion 

Laboratory which would determine the cold flow of var ious conductors 

at tempera tures  of room ambient to as  high a s  400°F. 

It was decided a t  this t ime that only a t  an  

F o r  this reason this  test  on cold flow was discontinued and 

MINIMUM RADIUS FLEXURE TEST 

The minimum radius  flexure t e s t s  which were performed using 

an  apparatus  shown in Figure 2 provided a key to a possible method of 

distinguishing between cold flow and deformation. The t e s t  performed 

on the 6 wi re s  a r e  listed in Table 12 .  

evident that the most  outstanding and demonstrative t e s t  r e su l t s  a r e  those 

obtained a t  t 300"F  and -300°F. An approximate length of 7 1 / 2  inches of 

zzch  nf the 6 conductors was used f o r  the flexure tes t  with a radius of 

approximately 1 / 8  inch used to bend the conductors at the given tempera-  

tu res .  

techniques for  screening and qualification of e lectr ical  conductors a l l  of 

the t e s t  pa rame te r s  had not yet been defined. 

phonomenon were  observed. 

commonly seen in mater ia l s  such as  teflon under load. 

F r o m  a brief look at the data  it i s  

Inasmuch a s  this was the f i r s t  of a s e r i e s  of t e s t s  to develop 

Basically,  two related 

The f i r s t  was one of cold flow which i s  

The second one 

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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will be classified in  this repor t  a s  deformation. 

conductor system these two t e r m s  will be defined a s  follows. 

i s  where the insulation has  been depressed a measureable  amount without 

noticeable broading at the conductor loading points. 

dimen'sional change some of the conductor mater ia l  is absorbed longitudinal 

r a the r  than a c r o s s  the conductor itself. 

consis ts  pr imar i ly  of crushing of the material without any fluid flow which 

in turn produces a broadening a t  the point of contact, and in the plane of 

the contact surface as well a s  a depression due to the contacting surface. 

In o rde r  to eliminate erroneous resu l t s  due to surface films, 

As seen on the electr ical  

Cold flow 

In this  type of 

Deformation on the other hand, 

occluded gases  and moisture, t e s t s  were performed in a high vacuum. 

P r e s s u r e s  in the low t o r r  region were  obtained with this system 

during each of the conductor tes ts .  

A look a t  Table 12 shows the dimensional changes which took 

A comparison between the t 3 0 0 " F  and place on the 6 conductors tested. 

-3OO'F t e s t s  shows that for wire number 1, 2 and 4 a definite cold flow 

took place a t  +300"F,  while the same conductors at - 3 O O ' F  showed a 

deformation ra ther  than a cold flow. 

s t range phenomenon in that the conductor only, f rac tured  a t  the elevated 

tempera ture  ( t 3 0 0 " F ) .  The -300°F tempera ture  t e s t  showed a definite 

cold flow in that no out bend or  spreading of the conductor was apparent,  

but r a the r  the ent i re  depression of the mater ia l  was absorbed longitudinally. 

Wire number 3 displayed a ve ry  

A P P L I E D  R E S E A R C H  D E V E L O P M E N T  
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At the uppermost t empera tu re~( t300"F)  the f rac ture  of the wire  occured 

at both bend points on the flexure apparatus. 

did not break nor did it show any obvious changes a t  e i ther  of the contact 

points. 

were  hardened a c r o s s  the joints and thereby fractured.  

noted that this was a solid conductor ra ther  than a braided conductor. 

Wire number 6 showed some deformation a t  -300°F but a t  the elevated 

tempera tures  the insulzition apparently retained sufficient memory  to 

r e tu rn  to i t s  original position before it could be removed f rom the chamber 

and measured dimensionaiiy using a micror;eter.  

The insulation however, 

It i s  assumed f rom examination of the conductor that the mater ia l s  

It should also be 
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CONCLUSIONS AND RECOMMENDATIONS 

CONCLUSIONS 

The conclusions drawn f r o m  the t e s t s  performed under this  

program are by necessity of a qualitative nature. 

to the fac t  that  a l l  of the conductors were  not of the same s ize  and type. 

Specifically, two of the wire  samples had solid conductors while the 

other four utilized braided wire. In addition to the above, one conductor 

was 28 gauge with the remaining five being 22 gauge wire. It should afso 

be remembered  that there  are variations due to the use of wrap  insulation 

v e r s u s  the normal extruded conductor insulations on most  of the wires.  

However, these wires  were supplied intentionally so that a comparison 

could be made between the propert ies  of the solid conductors ve r sus  the 

braided, and to provide some comparison between the extruded insulation 

and the wrap insulation. 

This is due in  pa r t  

The conclusions drawn by ARDEL CORPORATION are based on a 

competitive basis.  Fur ther  qualifications for  use would therefore  be 

based on future qualification testing using test pa rame te r s  which a r e  

charac te r i s t ic  of a specific application. 

been reached based on the above t e s t  program which d i rec t  future t e s t  

techniques for  qualif'ications and screening of e lectr ical  conductor systems.  

Several  firm conclusions have 
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The most  significant tes t  parameters  for  evaluating the test conductors 

a r e  as follows in o r d e r  of decreasing importance: 

1 .  Weight Loss  

2. Dissipation Fac tor  

3. Dielectric Constant 

4. Capacitance 

5 .  Abrasion Resistance 

Evaluation of these conductors by insulation resis tance and 

dielectr ic  strength has  been eliminated f rom consideration here  for  the 

reasons  explained in Section 111. With theexception of weight loss, w i re s  

number 2 and 4 appear  to be the best selection. 

between 1 /4 and 1 /370 weight loss  under both vacuum thermal  and u l t ra  

violet testing. 

vacuum thermal  testing losing 1 /2% weight loss  under u l t ra  violet 

radiation. 

significant when it i s  realized that only a small  percentage of the total 

dielectr ic  mater ia l  was exposed directly to the u l t ra  violet source. 

an  external  application be required on a spacecraft ,  careful consideration 

should be given to the use of wire number 4 inasmuch as  it appears  to be 

quite sensit ive to u l t ra  violet degradation. 

Wire number 2 displayed 

While wire  number 4 displayed 2/370 weight loss  under 

The increased weight loss  under the u l t ra  violet i s  quite 

Should 

Categorically, 6, 5 and 3 would be rated next to the above 

It is r a the r  difficult to compare the two w i r e s  in decreasing order .  
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resu l t s  obtained on wire  number 5 especially with r e spec t  to abrasion 

resis tance inasmuch as this is a number 2 8  conductor and has  less 

dielectr ic  thickness to  subject to the test parameters .  

being a solid conductor sys tem had one outstanding fa i lure  when subjected 

to flexure testing due to the apparent work hardening and f rac ture  of the 

conductor at the bend point. 

polyvinyl fluoride insulation used on wire  number 3 withstood most  of the 

tes t  pa rame te r s  m o r e  than adequately. F o r  this reason,  this type of 

insulation sys tem may  be considered fo r  space application but should 

probably be evaluated in a hyper space environment using a braided 

conductor s y stem. 

W i r e  number 3 

It should be pointed out however that the 

W i r e  number one has  been eliminated f rom candidacy due to 

When subjected to vacuum thermal  testing, two outstanding limitations. 

wire  number 1 had the greatest  weight loss  of the 6 candidate samplds.  

Also,  the ma te r i a l s  which outgassed f r o m  this sample deposited on the 

vacuum chamber,  thus,  producing a r a the r  dense opaque fi lm which 

would have ve ry  deleter ious effects on optical sys tems on actual space-  

craft .  

it  had the grea tes t  cold flow and deformation of the 6 wi re s  tested.  

subjected to u l t ra  violet irradiation in high vacuum a t  t 300"F  a visible 

dis tor t ion and bubbling was apparent on the surface of the mater ia l .  

When wire  number 1 was subjected to minimum flexure testing, 

When 
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RECOMMENDATIONS 

It is  the recommendation of the ARDEL CORPORATION 

that in future evaluations of conductors in  a simulated space environment, 

that they be of the same gauge and be braided conductors. 

r e su l t s  under this program as well as the experience of the ARDEL 

CORPORATION i t  is  recommended that the low tempera tures  be 

eliminated f rom the vacuum thermal  testing portion of this program 

inasmuch a s  sub-zero temperatures  only tend to lower the vapor p r e s s u r e s  

of the volatile constitutents and help re ta in  occluded gases.  

haad it would be more  significant to add another elevated tempera ture  

point at approximately 150°F in order  to obtain data  mid-way between 

room ambient and the 3 0 0 ° F  temperature  limit. 

is perhaps too high for some of the conventional mater ia l s  especially 

of the polyolefinvariety. Wires such a s  number 1 (Raychem) could 

perhaps survive 200 o r  even 250°F exposures  while it failed t300"F. 

F r o m  the t e s t  

On the other 

The upper tempera ture  

There was an apparent tendency for  fur ther  cure  of the 

ma te r i a l  in wire number 1 (Raychem) due to vacuum thermal  o r  ul t ra  violet 

irradiation. 

recommendation to be made to the manufacturer that this conductor 

insulation be vacuum temperature  cured before exposure to a future 

qualification t e s t  such a s  the one performed under this program. 

It m a y  well be beneficial to this conductor system for  a 
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The weight loss  tes t  of samples  2 and 4 were  not ent i re ly  

reproducible when duplicate samples of each were  tested.  

out under the vacuum thermal  par t  of the t e s t  data  section of the report ,  

there  was an  apparent e r r o r  in  the tempera ture  measurements  in  both 

2 and 4, result ing in their  being run a t  a tempera ture  below 300°F. The 

r e su l t s  however, a r e  indicatative that apparently a sha rp  break  occured 

in the weight t o s s  curve for each of these two mater ia ls .  

a m o r e  rea l i s t ic  temperature  f o r  a space application each of these two 

wi re s  should be retested at that temperature.  

As pointed 

If 250°F is  

If a comparative evaluation is  to  be made on conductors for  

application in a simulated space environment using a cold flow phenomenon 

as one of the t e s t  pa rame te r s ,  a n  expanded program will undoubtedly be 

required.  

CORPORATION for  submission to Jet Propulsion Laboratory. 

subject program would involve the determination of the t ime to catastrophic 

fa i lure  of a conductor due to cold flow under a given load in vacuum at 

t empera tu res  f r o m  room ambient to as high as 400°F. Thus,  a curve 

could be plotted for  each of the conductors which would show the knee o r  

b r e a k  in the curve at the point where an  accelerated cold flow began to 

take place due to the tempera ture  r i se .  

Such a program is currently being prepared byARDEL 

The 

The state of the art of abrasion resis tance testing wi1l:have 

to be advanced considerably before t e s t s  will be available to provide 
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accurac ies  and reproducibilities which will pe rmi t  detection of changes 

due to  the vacuum thermal  and u l t ra  violet exposure 

insulation. 

tes t s  with accurac ies  grea te r  than 10%. 

may be obtained which will increase the above abrasion distance n inches 

to permit  1% accurac ies  and reproducibilities to be obtained. 

of the conductor 

The standard Janco Abrasion Tes t e r  does not permi t  abras ion  

Perhaps  a f iner  sanding tape 
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